
  
 

 

 

 

 

Certificate of Testing 

CFC # 627 
 

ISSUED BY 

CULP FABRIC CENTER 

2742-A TUCKER STREET EXTENSION 

BURLINGTON, NC  27215 

(336) 229-2562 

 

Pattern: CONCIERGE has been tested to NFPA 701 – Standard Methods of Fire Tests 

for Flame Propagation of Textiles and Films – 2019 Edition – Test Method #1 as cited 

by ACT Voluntary Performance Guidelines (February 2021). 

 

Product Category: Drapery Single Layer. 

 
Specimen After Flame 

(seconds) 

Flame Drip 

(seconds) 

Weight Loss 

(percent) 

10 sample Mean 0 1.2 21.7% 

 

The Fabric meets the requirements of the above standard 

 

 

Dreama Beauchamp Date:2/7/2022 

Dreama Beauchamp 

Quality Assurance Specialist 

Culp, Inc. fc 
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