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Pattern’s Sleeper base fabric has been tested to NFPA 701 Standard Methods of Fire Tests 

for Flame Propagation of Textiles and Films –Test Method #2. Based on the test results 

below the pattern tested meets the requirements of NFPA 701.  

 

    

  

 
 

 

 

 

Keyah Barksdale Date: 8/20/2025 

Keyah Barksdale 
Quality Assurance Manager  
Culp, Inc. 

 

Specimen After Flame (Seconds) 
After Drip Mean 

(Seconds) 

10 Sample  0.0 0.0 


